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QTR No.: IS-SH-
416998-25-002
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| TsheEssan | NORSOK M-650 | Rev. 00 |
S e
Material designation | ASTM A240/A240M 316/316L; NORSCK M 630:2020, MDS S15, Rev 1
Suttiiridary vut. NO.:
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[ ”’\uL cts and manufacturing process: Strips
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[ Subcontrpcdsel uniess the subcontractors have been quaf j/ed uy tne‘lzuaf iry Lompany. |
Other mformatlon Approved heat treatment furnace: Electric Furnace No. HTC/6#;
Verification Report of Heat Treatment Procedure: QT/M 650/001
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NORSOK standard M-650 edition 4 QTR No. IS-SH-416998-25-002
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