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名称：青拓集团有限公司检测中心

地址：福建省福安市湾坞镇半屿村

注册号：CNAS L9039

认可依据：ISO/IEC 17025:2017以及 CNAS特定认可要求

生效日期：2025年 01月 10日    截止日期：2028年 04月 07日

附件 3  认可的检测能力范围

项目 /参数
序

号

检测

对象 序

号
名称

检测标准（方法） 说明 生效日期

1 硅
钢铁 酸溶硅和全硅含量的测定 还原型硅钼酸盐分光光

度法 GB/T 223.5-2008
只测酸溶硅 2024-08-15

2 磷
钢铁及合金 磷含量的测定 铋磷钼蓝分光光度法和锑磷

钼蓝分光光度法 GB/T 223.59-2008
只用方法一 2024-08-15

3 钼
钢铁及合金 钼含量的测定 硫氰酸盐分光光度法 GB/T 

223.26-2008
只用方法一 2024-08-15

4 钛
钢铁及合金 钛含量的测定 二安替比林甲烷分光光度法 

GB/T 223.84-2009
  2024-08-15

钢铁及合金化学分析方法丁二酮肟重量法测定镍量 

GB/T223.25-1994
  2024-08-15

1 钢铁

5 镍
钢铁及合金 镍含量的测定 丁二酮肟分光光度法 GB/T 

223.23-2008
只用方法一 2024-08-15
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序

号

检测

对象

项目 /参数

检测标准（方法） 说明 生效日期序

号
名称

2 全铁
红土镍矿化学分析方法 第 3部分：全铁量的测定 重铬

酸钾滴定法 YS/T 820.3-2012
  2024-08-15

4 不锈钢 1

碳、硅、锰、

磷、硫、铬、

镍、钼、铜、

铝、钨、钛、

铌、钒、钴、

砷、锡

不锈钢 多元素含量的测定 火花放电原子发射光谱法(常

规法) GB/T 11170-2008

只测：

C:0.02%-0.29%, 

Si:0.12%-1.10%, 

Mn:0.12%-9.14%, 

P:0.005%-

0.041%, 

S:0.006%-

0.038%, 

Cr:8.55%-

26.29%, 

Ni:0.17%-

19.33%, 

Mo:0.09%-3.42%, 

Al:0.03%-0.24%, 

Cu:0.05%-3.17%, 

W:0.08%-0.15%, 

Ti:0.05%-0.69%, 

Nb:0.05%-0.76%, 

V:0.05%-0.32%, 

Co:0.01%-0.28%, 

As:0.003%-

0.024%, 

Sn:0.007%-

0.051%

2025-01-10
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序

号

检测

对象

项目 /参数

检测标准（方法） 说明 生效日期序

号
名称

1 扩孔试验
金属薄板成形性能与试验方法第 4部分:扩孔试验 GB/T 

15825.4-2008
  2025-01-10

2
拉深与拉深载

荷试验

金属薄板成形性能与试验方法第 3部分:拉深与拉深载

荷试验 GB/T 15825.3-2008
  2025-01-10

3 凸耳试验
金属薄板成形性能与试验方法 第 7部分:凸耳试验 GB/T 

15825.7-2008
  2025-01-10

4 锥杯试验
金属薄板成形性能与试验方法第 6部分:锥杯试验 GB/T 

15825.6-2008
  2025-01-10

5
金属薄板

（带）

5 埃里克森杯突 金属材料薄板和薄带埃里克森杯突试验 GB/T 4156-2020   2025-01-10
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Name: Testing Center of Tsingtuo Group Co., Ltd.

Address: Banyu, Wanwu, Fu'an, Fujian, China 

Registration No. CNAS L9039

Accreditation Criteria: ISO/IEC 17025:2017 and relevant requirements of CNAS

Effective Date: 2025-01-10    Expiry Date52028-04-07

SCHEDULE 3  ACCREDITED TESTING SCOPE

Item/Parameter
№ Test Object

№ Item/ Parameter
Standard or Method Note Effective Date

1 Si
Steel and iron—Determination of acid-soluble silicon and total 
silicon content—Reduced molybdosilicate spectrophotometric 
method GB/T 223.5-2008

Accredited 
only for 
acid-
soluble 
silicon

2024-08-15

2 P

IIron,steel and alloy-Determination of phosphorus content-
Bismuth phosphomolybdate blue spectrophotometric method and 
antimony phosphomolybdate blue spectrophotometric method. 
GB/T 223.59-2008

Accredited 
only for 
method one

2024-08-15

3 Mo Iron,steel and alloy-Determination of molybdenum content –The 
thiocyanate spectrophotometric method GB/T 223.26-2008

Accredited 
only for 
method one

2024-08-15

4 Ti
Steel and iron-Determinnation of titanium content-
Diantipyrylmethane spectrophotometric method GB/T 223.84-
2009

  2024-08-15

1 Steel

5 Ni
Methods for chemical analysis of iron,steel and alloy--The 
dimethylglyoxime gravimetric method for the determination of 
nickel content GB/T223.25-1994

  2024-08-15
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№ Test Object
Item/Parameter

Standard or Method Note Effective Date
№ Item/ Parameter

Iron,steel and alloy-Determination of nickel content-The 
dimethylglyoxime spectrophotometric method. GB/T 223.23-
2008

Accredited 
only for 
method one

2024-08-15

Alloyed steel-Determination of manganese content-
Potentiometric or visual titration method. GB/T 223.4-2008

Accredited 
only for 
visual 
titration 
method

2024-08-15

6 Mn

Iron, steel and alloy—Determination of manganese content—
Sodium (potassium)ate spectrophotometric method GB/T 223.63-
2022

  2024-08-15

7 Cr Iron,steel and alloy-Determination of chromium content- Visual 
titration or potentiometric titration method GB/T 223.11-2008

Accredited 
only for 
method one

2024-08-15

Metallic materials - Tensile testing - Part 1: Method of test at 
room temperature GB/T 228.1-2021

Accredited 
only for Rm, 
ReL, Rp, A, 
less than 
250 kN and 
by method 
B

2024-08-15

8 Tensile testing

Standard Test Methods forTension Testing of Metallic Materials 
ASTM E8/E8M-24

Accredited 
only for 
under 250 
kN 、Su、
UYS、
LYS、YS
（offset=0.
2%）、YS
（EUL=0.5

2025-01-10
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  �� 3 �� �� 7 ����Test Object Item/ParameterStandard or Method NoteEffective Date��Item/ 

Parameter

%����El��reduction of area9Tensile strain hardening exponent ��n-values��Metallic materials - 

sheet

 

and 

strip
 - 

Determination of

 tensile strain hardening exponent. GB/T 5028-21.8

Accredited only for automatic measurement method B2424-08-1510Plastic strain ratio ��r-values�� Metallic materials - 

sheet

 

and 

strip
 - 

Determination of

 plastic strain ratio GB/T 5027-2116

Accredited only for automatic measurement method A2424-08-15Metallic materials - Rockwell hardness test - Part 1: Test method. GB/T 234.1-2118Accredited only for HRBW and HRC2424-08-1511Rockwell hardnessStandard 

Test Methods 

for Rockwell Hardness of

 Metallic Materials' ASTM E18-21

Accredited only for  HRBW��

HRC

2425-01-1012Brinell hardnessMetallic 

materials - Brinell hardness 

test - Part 

1: Test method. GB/T 231.1-2118

Accredited only for HBW2.5/18 322424-08-1513Vickers hardnessMetallic materials - Vickers hardness test 

- 

Part 1:
 

Test method. 

GB/T 4344.1-2121

Accredited only for HV10 and 2424-09-30
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№ Test Object
Item/Parameter

Standard or Method Note Effective Date
№ Item/ Parameter

HV30

Determination of estimating the average grain size of metal GB/T 
6394-2017

Accredited 
only for 
comparison 
method

2024-08-15

14 Average grain size

Standard Test Methods for Determining Average Grain Size 
ASTM E112-13(2021)

Accredited 
only for 
comparison 
method，
The 
invalidation 
method is 
only 
applicable 
to specific 
customers

2025-01-10

Steel - Determination of content of nonmetallic inclusions - 
Micrographic method using standards diagrams GB/T 10561-
2023

Accredited 
only for 
method A

2024-08-15

15 nonmetallic 
inclusion Standard Test Methods for Determining the Inclusion Content of 

Steel ASTM E45-18a（2023）

Accredited 
only for 
method A

2025-01-10

16
Quantitative 
analysis of micro 
zone

Quantitative method for electron probe microanalysis of metals 
and alloys GB/T 15616-2008

Accredited 
only for Cr 2024-08-15

1 pH Water quality-Determination of pH value-Glass electrode method 
GB/T 6920-1986   2024-08-15

2 Water quality
2 SS Water quality-Determination of suspended substance -

Gravimetric method GB/T 11901-1989   2024-08-15
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